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Lack of sufficient alveclar bone
height has long been a com-
mon deterrent to the place-
ment of rocot form dental im-
plants in the posterior maxilla.
This lack of height may be the
result of alveolar bone loss fol-
lowing footh loss, periodontal
disease, pneumatization of the
maxillary sinus, or a combination
of the above. Grafting the floor
of the maxillary sinus, a tech-
nigue that was first presented by
Tatum! in 1977 and first pub-
lished by Boyne and James? in
1980, is a means of correcting
this deficiency. This technigque
was later modified by Tatum,®
Misch,? Pierazzini,® Smiler and
Holmes.® Wood and Moore,’
Kent and Block.® and Misch and
Dietsh.” A recent paper by
Smiler'? reviews the surgical
fechnique and the various lat-
eral window entry procedures.
When used alone, this proce-
dure can result in a dramatic
increase in the height of bone
available for implant place-
ment, It may also be used in
conjunction with buccal and
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crestal augmentation proce-
dures'' to effect positive chang-
es in implant angulation and
improve interarch relationships.
The majority of the pub-
lished human data regarding
this procedure has been in the
form of clinical reports on im-
plant survival over a given ftime
period with a specific grafting
material.® 1222 Fewer papers” ¢
have included significant histo-
logic data or histomarpho-
meftric analyses.®<"# It is under-
stood that implant success rates
will be higher if the implants are
placed in bone of favorable

quality. The higher failure rates of

implants placed in bone of
poor quality® 3 and limited
quantity® attest to this fact. It
is also known that implants
placed in the maxillary sinus
achieve osseointegration, at the
light microscopic level, in a
manner that is similar to that
achieved in natural host
bone.:%? i

One of the goals of the sinus
elevation procedure is the cre-
ation of vital bone to effect the
osseointegration of implants
placed in the posterior maxilla
With this goal in mind, in 1993
the Department of Implant
Dentistry at New York University
College of Dentistry began o
prospective long-term histo-
logic, histormorphometric, radio-
graphic. and clinical study of
the sinus elevation procedure,
The primary factors chosen for
consideration were the effects
of graft material selection, time

allowed for graft maturation,
and the effect of barrier mem-
brane placement on the cre-
ation of vital bone in the sinus
cavity. Secondary to the above
factars, the important variables
aof implant design, implant sur-
face morphelogy. and long-
term stability (repneumatiza-
tion) of the grafied bone
volurme were to be evaluated,
as was the correlation of these
variables to the implant suc-
cess rate.

Method and materials

This study included patients
from the clinic of the New York
University Department of Im-
plant Dentistry and from the pri-
vate practices of the authors.
All clinic participants were
selected from a pool of pa-
tients who required sinus eleva-
tion procedures for the place-
ment of posterior implants. All
patients were informed about
alternative freatment plans and
selected the plan requiring
maxillary sinus elevation. All
patients with absolute con-
traindications for this proce-
dure, such as uncontrolled dia-
betes, long-term steroid use,
and blood disorders, were
excluded from the study. How-
ever, patients with relative con-
traindications, such as con-
frolled diabetes or a smaking
habit, were considered and
included in this study. All pa-
tients were informed of the

requirements for parficipation in
the study (bone core harvest-
ing) and signed an appropriate
consent form. All patients had
the option of withdrawing from
the study at any time. The pro-
tocol for this study was ap-
proved by the New York Univer-
sity College of Dentistry Human
Subject Committee.

As the enrollment of pa-
tients in this study is on an ongo-
ing basis, decisions regarding
graft matenals and barrier
membrane use were made on
a randomized basis as each
individual case presented. All
graft materials used in this study
had been previously used as
graft materials in humans. All
surgical procedures were per-
formed under the direct super-
visiony of one of the authors of
the study. All bone cores were
harvested by the authars. If, in
the determination of the au-
thors, a bone core could not be
successfully harvested without
risk to the patient, previously
placed implants, or future im-
plant sites. that patient was
removed from the study (or
from the histologic portion of
the study).

Clinical information re-
corded in the database in-
cluded patient age, medical
history, habit histery (eqg, bruxism,
smoking), graft materials used,
membrane Lse or nonuse,
height of residuc| crestal bone,
perforations, postoperative
problems, time of core sample,
and type and time of leading.
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Patient pool

As of February 18. 1998, the
overall patient poal for this
ongoing study consisted of 236
sinus lifts on 169 patients with
136 histologic cores obtained
for processing. The subgroup
reported in this study consisted
of 113 sinus lifts. In this subgroup.
the grafting material consisted
of OsteoGraf/N (CeraMed), an
anorganic bovine bone matrix.
used alone or in combination
with varying percentages of
autogenous bone and/or other
grafting materials. The maost
commonly used combinations
appearin Table 1.

Surgical procedure

Once the need for a sinus eleva-
fion procedure was defermined,
all patients were subjected to a
protocol review. Diagnostic infor-
mation varied by cadse need
and included complete clinical
and periodontal examination,
panoramic radiographs, CT
scans with radiographic tem-
plates, and SIM/Plant (Columbia
Scientific) evaluation.

The vast majority of cases
performed in the clinic or pri-
vate practice environment were
performed with local anesthesia
that included a vasoconstrictor.
The oral cavity was rinsed with
chlorhexidine and the patients
were draped for the procedure,
The surgical tfechnigue most fre-
quently used was the lateral

Table 1 Graft material combinations used

Material Without membrane With membrana

OG/N alone 5] 10

OG/N + 7 31
autogenous bone

OG/N + DFDBA 8 14

OG/N + 14 24
autogenous bone + DFDBA

Total 34 79

OGN = OsteoGral/N: DFDBA = demineralized freeze-dried bone allograft

window approach described by
Tatum® and Misch,* and later by
Wood and Moore” (1986, 1987,
and 1988, respectively).

The location of the primary
incision was determined by the
existing anatomy and by the
presence or absence of natural
dentition. In edentulous patients,
the primary incision was most
offen a palatally displaced cre-
stal incision. An anterior vertical
releasing incision was often used
to allow for the adequate re-
flection of a full-thickness muco-
periosteal flap and exposure of
the surgical field. Flap reflection
was modified to allow the
placement and stabillization of
barrier membranes when they
were used. In the cases in which
crestal defects approached the
floor of the sinus, a crestal win-
dow was used to elevate the
sinus floor, and the initial incision
was modified to distance it from
the window. The size of the lat-
eral window was determined by
the number of implants to be

placed, by the desire to place
long implants {13 to 15 mm),
and by anatornic variations. A
measurement was taken from
thie most coronal aspect of the
usable (5-mm wide) crestal
bone to a superior position at
least 2 mm higher than the pro-
posed implant position. This cre-
ated 17 mm for implant place-
ment and excluded the narow
unusable crest, The superior hori-
zontal osteotomy was made at
this height, and the inferior hori-
zontal ostectomy was made at
a location that would fall within
the sinus cavity. Osteotomies
were made to al-low for suffi-
cient graft positioning mesial
and distal to the proposed
implant sites. The window was
then outlined with a round dio-
mond or carbide bur. The cor-
ners were rounded fo reduce
the passibility of membrane per-
foration. The window was then
infractured; either superior bone
confinuity was retained to cre-
ate a hinge (hinge ostectomy),
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or a complete 360-degree
osteotomy was performed (ele-
vated osteotomy). The Schnei-
derian membrane was carefully
reflected to the desired extent
mesially, medially, and distally
using curettes and elevators. Re-
flection was extended along the
medial wall to the height of the
superior bone incision to expose
an additional bony wall for heal-
ing, and to ensure the creation
of sufficient graft volume for
irnplant placement, Small mem-
brane perforations were cov-
ered with Gelfim (Upjohn) or
Collatape (Colla-Tec) to confine
the particulate graft material,
The graft material of choice was
packed first anteriorly, then
medially, and finally in a poste-
rior direction; care was taken
not to tear the membrane or
overextend the graft posteriorly,
The material was carefully
packed until firrn, but not so
densely that vascular ingrowth
would be impaired. If a mem-
brane was used, it was frimmed
to extend at least 2 to 3 mm
beyond the window. Nonresorb-
able expanded polytetrafluo-
roethylene (e-PTFE) membranes
(GTAM, 3i) were stabilized with
tacks or screws. Tension-free flap
closure was accomplished with
a combination of mattress and
interrupted sutures using either #
4-0 silk or Gore-Tex sutures (3i).
Antibiotic coverage was
accomplished with Augmentin
(Smith. Kline. & Beecham) or
amoxicillin 500 mg three times
a day for 7 to 10 days, with

coverage starting prior to sur-
agery. Chlorhexidine rinses were
used twice daily until soft fissue
closure was achieved. Medrol
(Upjohn) dose packs weare often
prescribed to control postoper-
ative edema. Sutures were
remaoved after 7 to 10 days.

The above surgical protocol
was used for the mgjority of the
patients in this study. The proto-
col was modified to include
both immediate and staged
implant placements. In the
staged procedure, implant
placement was performed
approximately 4 to @ months
after graft placement. In imme-
diate placement procedures,
second-stage surgery was
planned for 6 to © months.

Harvesting of the bone core
biopsies was accomplished at
stage 2 surgery in the immedi-
afte placement cases. In staged
procedures, harvesling was
accomplished at implant place-
ment, second-stage surgery, or
at both times. At no time was
there an additional surgical pro-
cedure. Cores were harvested
from the |lateral window area by
one of the principal investiga-
tors using a trephine drill with
copious irrigation, This was done
in a manner that would not
compromise previously placed
implants, future implant recep-
tor sites, or the natural dentition.
The ideal core had a diameter
of 2 to 3 mm and a length of 10
mm. If a barrier membrane was
net used, or if it did not remain
affixed to the core, the core was

marked with India ink to indi-
cate its poarity. The cores were
fixed in neutral buffered formalin
until preparation for histormor-
phometric analysis.

Histologic and histormorpho-
metric evaluation

All cores were recorded in the
computer database and mark-
ed with a numeric code known
only to the clinical investigatory
tfeam. The cores were forwarded
to the Hard Tissue Research
Laboratery at the University of
Cklahoma College of Dentistry
for processing and histormorpho-
metric analysis. The author who
performed fhis analysis was not
provided with any information
relating to graft material, matu-
ration time, or membrane
placement. Analysis was per-
formed on both decalcified
and nondecalcified specimens.

Decalcified technique

Upon removal the biopsies were
placed in 10% neutral buffered
formalin. Specimens were de-
mineralized with sodium formate
and formic acid until they were
soft enough to yield to the pres-
sure of a needle point. Samples
were then washed, dehydrated,
infused with paraffin, and
embedded. Sectioning to a
thickness of & ym was per-
formed with a rotary microtome.
All mounted sections were
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stained with both hematoxylin-
eosin and toluidine blue.
Histologic and histornarphomet-
ric analysis was performed on
these specimens. For the speci-
mens with both vital and nonvi-
fal bone. it was not possible to
use computerized image analy-
sis because of the very slight dif-
ferential staining between the
vital and nonvital bone. The
specimens containing only vital
bone and hydroxyapatite were
stained with Gomori's one-step
trichrome stain. These specimens
were analyzed using computer-
ized image analysis.

For the specimens that
could not be analyzed by com-
puter, a magnified grid projec-
tion method in which the speci-
mens were magnified 240 times
and projected on g 26 < 32 grid
was used. The specimens, which
averaged approximately 6
mm*, were thus divided into 832
equal sections. The sections
were analyzed to determine
the type of bone contained
within the section. A grid was
counted as positive for either
nonvital freeze-dried bone or
vital bone if the section was
filled to any extent with bone of
either kind. If the section con-
tained more than one type, it
was scored positive for which-
ever type covered the largest
area of that particular section,
Generally, more than one his-
tologic section from each
specimen was analyzed. The
result for each specimen was
recorded as a percentage of

Table 2 Vital bone formation 6 to 9 months postoperative

No. of Ronge Mean
Material sinusas (%) (%)
OG/N alone 15 2-33 142
OG/N + 38 10-45 271
aufogenous bone
OG/N + DFDBA 22 9-32 19.7
OG/N + 38 12-35 27.8
autogenous bone + DFDBA

OG/N = OsteoGrat/MN DFDBA = daminatalzed freeze-cdned bona allogratt

the entire vital bone that was
present.

Nondecaicified technique

The majority (80%) of the speci-
mens were processed using a
nondecalcified technique. The
cores were fixed in 10% neutral
buffered formalin. At the Hard
Tissue Research Laboratory, the
specimens were dehydrated
with a graded series of alcohols
for approximately 14 days. Fol-
lowing dehydration, the speci-
mens were infiltrated with @
light-curing embedding resin
(Technovit 7200 VLC). Following
approximately 14 days of infilfra-
tion with constant shaking at
normal atmospheric pressure,
the specimens were embedded
and polymerized by 450-nm
light, with the temperature of
the specimens never exceeding
40°C. The specimens were then
prepared by the cutting/grind-
ing method of Donath. 4941 The
specimens were cut to a thick-
ness of 150 pm on an Exact

cutting/grinding system (Exact
Apparatebau). Following this,
the slides were polished to a
thickness of 35 fo 45 ym using
the Exact microgrinding system,
and they were stained with
Stevenel’s blue and van Gie-
son's picric fuchsin. The speci-
mens were analyzed using NIH
Image, an image analysis soft-
ware program developed by
the National Institutes of Health,
on a Power Macintosh 8500/132,

Results
Histormorphometric analysis

All cores pracessed by one of
the authors at the Hard Tissue
Research Laboratory were ana-
lyzed for both percentage of
total bone by volume and per-
centage of vital bone by vol-
ume. Table 2 demonstrates both
the range of vital bone forma-
tion and the mean vital bone
formation for the most common
graft compositions in the data-
base that included OsteoGraf/N.
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Table 3 Vital bone formation with and without membrane

placement
Without membrone With membrane
(n=34) =79
Nc.of Range Mean No.of Range Mean
Material sinuses (%) sinuses (%) %6)
OG/N alone 2] 85 10 533 170
OG/N + 7 10-22 185 31 16-45 29.0
autogenous bone
OG/N + DFDBA 3 9-22 140 14 13-32 230
OG/N + 14 12-22 190 24 21-35 330
autagenous bone +
DFDBA
OGN = OsteaGrafie DECBA = damineralized freerasdied bone allognatt
Table 4 Implant success rates with and without membrane
placement
Without membrane With membrane
Implant Implant Survival — Implant Implant Survival
Material plaoced failure (%) placed Failure (%)
OG/N alone 9 0 100 16 0 100
OG/N + 16 0 100 48 1 Q7
autogenous bone . _
OG/N + DFDBA 20 3 85 28 0 100
OG/N + 37 0 100 41 0 100
aufogenous bona +
DFDBA
Total 82 3 133 1
OGN = OstacGraliN DFDBA = demineraiized fraezedned bone allogront

Histornorphometric analysis
of cores was performed at
both the 6- to 9-month and 12-
to 15-month infervals on nine
patients, While the data was
insufficient to compare graft
maturafion in each of the four
graft categories, it was possi-
ble to compare the vital bone

content at the two infervals for
these nine cases. An increase
in the mean value of vjtal
bone was noted between the
early cores and the |ater
cores. The effect of the place-
ment of a stabilized, nonre-
sorbable e-PTFE membrane
(GTAM) over the lateral window

is demonstrated in Table 3.
Vital bone formation was
enhanced when a membrane
was placed, regardless of the
graft material used.

Implant survival

By referencing the sinus lift
stfudy computer database. it
was possible to calculate im-
plant survival rates from the
inception of the study to the
time of the submission of this
article for publication, The im-
plant survival rates are pre-
sented as they relate to type of
graft material used and fo the
presence or absence of a non-
rescrbable membrane aver the
lateral window (Table 4).

Radiographic analysis

Preoperative and postopera-
tive panoramic radiographs
were used fo measure the
increase in height that was
achieved by the sinus eleva-
tion procedure. In a number of
cases (13), the height was
remeasured from panoramic
radiographs taken over a 2- to
3-year inferval postgrafting. The
percent change in measured
graft height over this interval
was +1.4%. These measure-
ments indicate a stable graft
volume and show that re-
pneumatization with this graft
material is minimal.
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Discussion
Graft material

The graft material reported on in
this study, OsteoGraf/N, is a
xenograft consisting of depro-
teinated, anorganic bovine
bone. The processing of this
material includes partial depro-
teinization using brine solution,
followed by sequential calcining
and sintering (in excess of
1,000°C) for sterilization and total
deproteinization. The final prod-
uct is a microporous. resorbable
hydroxyapatite with chemistry
and microtopography that are
similar to human cortical/can-
cellous bone. The material
comes in two parficle sizes:
N/300 and N/700. In the majority
of grafts in this study. the parti-
cles were mixed in @ 1:1 ratio. It
was thought that the use of vari-
ous particle sizes weuld prevent
an overly dense compaction of
the graft material and would
thus be the most favorable envi-
ronment for vascular ingrowth.
Resorptlion time in vivo is esti-
mated at 2 to 3 years via cellular
and solution-mediated resorp-
fion. This material has been suc-
cessfully used as an intraoral
graft material for sinus® and
nonsinus grafting situctions.

Histologic and histomorpho-
metric analysis

It should be noted that all
cores were harvested from the

lateral window, not from the
crest as has been reported in
most previous papers. This was
done to eliminate the possibility
of confusing previously existing
crestal bone with bone result-
ing from the sinus graft. Ad-
ditionally, taking cores from the
superior aspect of the window
provides a sample that is dis-
tant from the bony walls and
presents the worst possible sce-
nario for vital bone formation.
The area adjacent to the crest,
because it is narrow and close
to multiple bony walls, would
be expected fto provide the
most favorable environment for
bone formation.

Histologic and histomor-
phometric analysis was per-
formed on both decalcified
and nondecalcified core
biopsies in an attempt to
determine which method
would be most accurate for
the determination of the
amount of vital bone present.
It became apparent that,
while both the toluidine blue
(decualcified) and the Steve-
nel’'s blue/van Gieson's picric
fuchsin (nondecalcified) stain-
ing techniques were capable
of distinguishing vital from non-
vital bone, the nondecalcified
specimens were easier to
count. It was felt that both of
these techniques would have
an advantage over back-scat-
tered electron imaging.®?
which does not differentiate be-
tween vital and nonvital bone. In
cases involving autogenous

grafts this distinction is very
important, as the donor graft
loses its vitality and is replaced
over time. The length of this
replacement period is depen-
dent on the cortical/cancel-
lous nature of the donor bone.
its endochondral or intramem-
branous origin, and the vol-
ume of the grafted area.

With decalcification of the
specimens and hematoxylin-
eosin staining, the distinction
between vital and nonvital
bone is made by the presence
(vital) or absence (nonvital) of
cells in the lacunae. A study by
Rohrer et al*® has shown that
dehydration, paraffin process-
ing, and sectioning at 5 uym
causes a shrinkage of the
asteocytes in the lacunae that
can result in as many as 20%
empty lacunae in normal vital
bone. Because of the possibility
of empty lacunae in vital bone,
combined with the fact that
the pieces of vital and nonvital
bone in these cores are so
small, dependence on the
presence or absence of cells in
lacunae is a very inaccurate
method for determining vitality
in these specimens,

In addition to being o favor-
able staining technique for his-
tomoerphometric analysis, Steve-
nel’s blue/van Gieson's picric
fuchsin staining provides an
insight intfo the biclogic pro-
cesses of graft turnover. bone
formation., and mineralization.
Figures 1 to 10 demonstrate
these histologic events.
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placement. This allowed our clin-
ical team to harvest core biop-
sies without performing addi-
tional surgical procedures.

The increase in vital bone
production with time was sub-
stantial. In nine sinuses, there
was 24% mean vital bone con-
tent after 6 fo @ months (range
9 to 34), and a 33% mean vital
bone content after 12 to 15
months (range 10 to 65). The
increase in both vital bone vol-
ume and graft maturity with
time is shown in Figs 11 and 12.
This increase was likely a resulf
of many factors. it is axiomatic
in wound healing that angio-
genesis precedes osteagenesis,
The vascular supply, and there-
fare the source of cellular activ-
ity. for wound healing in the
maxillary sinus comes from the
surrounding bony walls. For sinus
graft healing. this model was
postulated by Boyne and
James? and reported in a pri-
mate study by Misch and
Dietsh.*® The proliferation of
blood vessels is a function of
fime. The formation of woven
pone and its transformation to
lamellar bone would be ex-
pected to begin in the vicinity
of the bony walls and advance
toward the central area of the
graft. Histologic and histomor-
phometric analysis of four
sinuses grafted with 100% Inter-
pore-200 (Interpore Dental)
showed woven and lamellar
(composite) bone penetrating
the cores to a distance of 2o 3
mm in 6 months and § to 6 mm

Fig 7 New bone formation at é
months within a granular particle of
CsteoGral/N. Note osreocytes within
lacunae (arraows) in the immature bone
(orange) above the mature bone (red)
{(Original mognification = 80, Stevenel’s
bilue/van Gieson's picric fuchsin stain.)

Fig? New bone formation within
OsteoGral/N particle at é months. Note
concentric lavers of mature bone (red),
immature bone (orange). and ostecid
(green). (Original magnificafion = 50,
Stevenel’s blue/van Giesor’s picric
fuchsin stain.)

in 12 months.?” In regard to vas-
cular proliferation rates, the vari-
ables of patient age and vas-
cularity may be significant.
Another extremely important vari-
able is the volume of the grafted
areqa, as the vascularization of a

Fig 8 'Higher mognification of top of Fig
7 shows bene formation within Ostec-
Grat/N particle. Note co

of immature-bone (
(areen). Osteoblasis frapped in the
newly mineralz are rnow osteo-

and osteoid

cyies (Open o

2Lmagn
Stevene!s blue/van Sieson’'s picric

fuchsin stain,)

Fig 10 OsteoGraf/N parficie at 12
maonths: Note multinucleated c
around the periphery (amows) in
cified sactior). (Original magnification =

2000 hematoxviin-aosin stcin.)

ells

large graft occurs over a longer
time period.

The slower production of
vital bone in the cases in which
OsteoGraf/N was the sole graft-
ing material was to be ex-
pected, especially in large
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Fig 11 Core composed of
OsfeoGraf/N-300 {404%,), OsteoGrat/N
700 (40%), and intraoral autogenous
bone (20%) at d months in decoicified
secton (Orginal mognification = 31.5)
hematoxyvlin-eosin stain.)

grafts where the distance to the
bony walls was greater. This is a
result of the fact that a
xenograft is designed o re-
place the inorganic compo-
nents required for vital bone
production. The organic. or cel-
lular, components must be
derived from the host blood
supply. from other graft materi-
als such as autogenous bone, or
from added growth factors. In
rhesus monkey studies using
autogenous bone mixed in a
3:1 ratio with the porous hy-
droxyapatite alloplast Interpore-
200.% and in studies in which
Interpore-200 was used alone,”’
new bone formation averaged
47.1% and 27.7%, respectively
(biopsies were taken at 15
months loaded and at 8 months
unloaded). One would expect

Fig 12 Core from same patient as Fig 11
at-12 months. Note increase in bone vol-
ume . and decreasa in xenograft volume
in decalciied sechion. (Original magnit-

cation < 31.5 hematoxylin-easin stoin.)

the volume of bone produced
in the rhesus monkey to be
greater than that produced in a
human in a given period of time
because of the anatomically
smaller sinus in the monkey and
the more rapid bone apposition
rate.

The percentage of intraoral
autogenous bone in the graft-
ing mixture may also be of sig-
nificance to the outcome of
this procedure. |t has beean
shown, in an earlier paper by
the authors,?* that autogenous
bone placed in the sinus ap-
peared to lack vitality at 4
months. This loss of vitality may
be associated with the reledse
of bone morphogenetic pro-
teins (BMP) and other growth
factors that enhance bone
formation by an effect on cell
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attraction and/or cell differenti-
ation. A greater cencentration
of autogernous bone in the
graft mixture may enhance this
osteoinductive effect. In fhis
study, the addifion of 20% auto-
genous bone fo the xenograft
mix significantly increased the
camount of vital bone in the
core samples. The minimum
amount of autogenous bone
that is necessary for this in-
crease to occur could not be
cetermined in this study,

In this study, the use of de-
mineralized freeze-dried bone
as a graffing material resulted
in a small increase in the pro-
duction of vital bone in the
grafted sinuses. This occurred 6
to @ months postgrafting. In
light of the long furnover time
of demineralized freeze-dried
bone allograft (DFDBA) (over 4
years for the graft material to
be replaced by vital bone)
reported by Simion et al,®® and
of the variabie amount of BMP
found in different samples of
commercial DFDBA as reported
by Schwartz el al.4? further
research info the healing re-
sponse to DFDBA is warranted.
An evaluation of DFDBA as a
grafting material is now in
preparation.

Bone formation may be in-
creased through modification of
the surgical protocol in ways
thal enhance biologic activity.
Elevating the Schneiderian mern-
brane exposes the bony walls
that take part in wound healing;
by elevating this membrane
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from the medial wall of the sinus
to the height of the lateral win-
dow as proposed by Misch,™ an
additional surface area of bone
is made available for wound
healing. Elevating the Schnei-
derian membrane from the
bony wall also acts as a stimulus
to elicit a hedling response
Hurzeler and coworkerse!
have
shown, in sinus lift studies in rhe-

and Quinones et alt

sus monkeys, that the implant-
bone interface is greater after
delayed implant placement
than affer simulfaneous place-
ment. The placement of an im-
plant in the healing sinus graft
may act as a second wounding
process (the grafting procedure
being the first wound), which
again initiates a healing re-
sponse.
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As the study progressed, a

significant positive effect was
recorded with the placement
of a stabilized. nonresorbable
e-PTFE membrane (GTAM) over
the lateral window. This resulf is
in accordance with the posi-
tive effects of membrane
placement reported by Jensen
finding
favored the use of barrier

and Greer.”? This
membranes in cases with lim-
ited crestal bone. When a
membrane was not used over
the lateral window, it was not
uncommeoen to observe loose
particles of the graft, some-
times with soft fissue invagina-
tion, upon reentry at 6 to 9
months (Fig 13). In most cores
obtained when a membrane
was in place, the graft material
appeared to be contiguous

and corticalized (Fig 14). This
reaction beneath a mem-
brane. called the "caging ef-
fect.,” was reported by Murray
at al.® |In core samples where
the membrane can be re-
tained intact, bone formation
was apparent directly beneath
the membrane. This effect, an
increase in the volume of
bone, appeared throughout
the entire length of the core
Figures 15 and 16 show a core
that was taken from the supe-
rior, cenfral area of a lateral
window fthat was approxi-
mately 15 x 20 mm in size. The
results of membrane place-
ment with a variety of graft
materials will be discussed in a
separate paper that is cur-
rently in preparation,
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Implant survival

The value of histornorphometric
analysis as an evidence-based
predicator of clinical implant
survival could not be assessed in
this study becdause of the low
failure rate for all groups. Only 3
of 82 implants placed in sinus
grafts without membranes and 1
of 133 implants placed in sinus
grafts with membranes have
failed in our study population to
clate, with an overall survival rate
of 98.2%. While an implant sur-
vival rate of 98.2% cppears high,
it is in line with similar studies of

implant survival 1922 This result is

also in line with the reported
success rates for implants plac-
ed in augmented bone in nonsi-
nus (ridge) sites. -5

The fime of loading of these
cases ranged from 0 (stage 2
surgery) to 48 maonths. The mini-
mal vital bone value necessary
for survival may hove been
exceeded in this group of pa-
tients within the 6- to 9-month
protocol. Larger numbers of im-
plants, placed atl various post-
graft healing times, may shed
more light on this question. To
date, previous studies on impilant
survival have not attermnpted to
show a correlation between
vital bone volume and implant
survival. However, data from our
larger patient pool will be ana-
lyzed in a future paper to deter-
mine if such a comelation exists.
Similarly, a determination of
differences in survival based
on either implant surface

characteristics or amount of
crestal bone present at the time
of sinus lift surgery could not be
performed in this study because
of the low failure rate. Implant
survival for this group of patients
was also not affected by the
presence or absence of an e-
PTFE membrane over the lateral
window. This appears to make a
difference with other graft mate-
rials, however, as our database
for all graft materials showed a
substantial increase in success
rate when a membrane was
used. This data will be published
in a separate paper.

Radiographic analysis

The volume of bone produced
with the graft material used in
this study appeared to be stable
over time, Repneumatization of
the sinus following the sinus ele-
vation procedure has been
reported with other grafting
materials such as bone from the
iliac crest and DFDBA. Panora-
mic radiographs were used in
our study to evaluate changes
in graft height during the matu-
ration, implantation, and mainte-
nance phases of therapy (2 to 3
years after sinus grafting). The
range of percentage change in
the initial graft height for the 13
cases in which OsfeoGraf/N was
used was -5.9% to +12.56%, with a
mean change of +1.4%. Mea-
surements of two DFDBA grafts
showed a loss in height of =15.5%
and -16.5%. respectively.
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Conclusions

This paper reports the clinical,
histologic, radiographic, and his-
tomorphometric results follow-
ing the use of the xenograft
OsteoGraf/N as a grafting ma-
terial for the sinus elevation pro-
cedure. The database for this
study included 113 sinus eleva-
fion procedures with 215 im-
plants placed and followed to
date. OsteoGraf/N was used
alone and in combination with
other grafting materials. Histo-
logic and histomorphometric
analysis was predominantly per-
formed at intervals of 6 to ¢
months and 12 to 15 months;
the overall time range was from
4 to 20 months. Procedures were
performed with and without
nonresorbable membranes over
the lateral window.

Under the conditions of this
studly, the results showed that:

1. OsteoGraf/N appears to be
an effective graft material
for the sinus elevation pro-
cedure.

2. Vital bone formation was
time dependent.

3. Vital bene formation increas-
ed substantially when intra-
oral autogenous bone was
added to the graft mixfure.

4. Vital bone formation showed
a moderaie increase when
DFDBA was added to the
graft mixture,

5. Vital bone formation in-
creased substantially when
a nonresorbable e-PTFE

membrane was placed over
the lateral window as com-
pared to cases In which no
membrane was used.,

6. The increase in bone height
achieved with OsteoGraf/N
was maintained over a 2- 1o
3-year period without re-
pneumatization.

7. The relationship between
vital bone formation and
implant survival could not be
determined in this study
because of the high rate of
implant survival in all groups
(98.2%).

8. The relationship of implant
survival rate to use and
nonuse of a nonresarbable
e-PTFE membrane could not
be determined in this study
because of the high rate of
implant survival.

Further studies are under way to
determine if the above frends
are universal with other graft

materials and other barrier

membranes.
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